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Excavation Items (Embankment) Acceptance Testing 

Embankment material requires testing and is paid for under various items. However, the quantity of excavation 

tested (embankment only) can vary from the quantity of excavation paid. Since the contractor is paid for the full 

excavation quantity used regardless of the number of tests required for embankment, the Conversion Factor has 

been set to zero on the Maintain Sample and Testing Requirements Window.  

To create sample records for embankment materials:  

1. If a Proctor is needed, the Field Operations Inspector will set up an “Information Only” sample record for 

Embankment (Material Code 203.02.002 for soil, 903.05.066- Type A, Grade A (Base Stone) or 903.05.067- 

Type A, Grade B (Base Stone)for aggregates) in SiteManager be sure to include the Contract on the Other 

tab. Details about this process can be found in “Contract Proctor Samples” procedure document 

http://www.tn.gov/assets/entities/tdot/attachments/Contract_proctor_samples_rev_2_23_2017.pdf 

2. Once the tests are complete, Regional M&T will submit a request for new P/S using the naming layout of 

“CNX### - Aggregate from Jobsite”. They will list all materials this stockpile meets specifications for use. 

Operations will use this P/S for all samples of the material.  

3. Upon receipt of the Proctor Report (Contract Soil & Aggregate Proctor Report RR019a), the Field 

Operations Inspector will perform required density tests according to SOP 1-1 and record the item 

installed and Density test results in SiteManager.  

4. Operations inspectors can run BOE report RR069- Contract Materials Sampling Summary to see material 

codes linked to the contract items. Example below:  
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